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Abstract
Micromirror devices which consisted of one SU-8 2050 layer, two different exposures, and a

series of metal depositions were constructed and evaluated. By varying the exposure, a
micromirror structure was fabricated with different thicknesses, a ratio of 1.083 um/ (%) was

found. The initial design consisted of four layers. The pillar was made of one SU-8 layer, and the
top portion had three layers in the following order: gold, SU-8, and gold. This design could not
be released and did not have characteristics of a flat and conformal reflective surface. Several
variations of the initial design were explored and all of them lacked a flat and conformal top
reflective surface. Both interferometric and statistical software showed that using a 60 m/ /cm?
mirror exposure dosage and a 370 mJ /cm? square pillar exposure dosage yields a micromirror
with a conformal top reflective surface. The length and width of the pillars are 200um by
200um, with a height of 75 um. The mirror’s length and width are 1 mm by 1 mm, and the
thickness is 65 um. The average step height difference from the pillar to the side of the mirror,
pillar to each corner of the mirror, and pillar to initial dip in the mirror is 4.53, 9.22, and 1.51

um, respectively.
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MEMS MICROMIRRORS

1. Introduction

Microelectromechanical systems (MEMS) is a unique field of study that incorporates
physics, chemistry, electrical, and mechanical effects simultaneously. As the years progress,
these micro scale devices are becoming more complex and sophisticated. For the most part
MEMS devices are used for actuation and sensing purposes. These small devices are
incorporated into our everyday lives and are even used to maintain national security. A few
examples include, televisions, computers, cell phones, advanced military systems, and space
vehicles. Each design requires different specifications, constraints, and fabrication methods.
Overall, MEMS can have simple stationary components or complex structures that mechanically
move [1], [2]. In the lab, standards of cleanliness need to be excellent and meticulous efforts
need to be taken to ensure proper fabrication of MEMS devices.

Today’s aircraft beam steering technology poses various problems that include unwanted
turbulence, vibrations, and weight. As a result, the U.S. Air Force is looking into replacing this
outdated technology with MEMS. Typically, a beam steering device consists of an array of
mirrors that can move via actuators. This type of device is desired by the U.S. Air Force since it
can be used to reflect any type of photon emission [3].

Continuing with prior efforts from the Air Force Research Laboratory (AFRL) and the
Air Force Institute of Technology (AFIT), the goal of this research is to fabricate a low mass,
sturdy, and optically flat micromirror that will be used in the electrostatically actuated bimorph
structures, which are also easier to fabricate when compared to flip chip bonding used up to this
point. To that end, structures made from SU-8 were investigated. Fabrication of these devices is

somewhat an art, which makes replicating structures in the clean room a difficult task; therefore,
1



laying out a detailed process sheet that is easy to follow would be beneficial for future use. Final
micromirror devices consist of one SU-8 2050 layer, two different exposures, and a series of

metal depositions. The length and width of the pillars are 200um by 200um, and the height is 75
um. The mirror’s length and width are 1 mm by 1 mm, and the thickness is 65 um. The average
step height difference from the pillar to the side of the mirror, pillar to each corner of the mirror,

and pillar to initial dip of the mirror is 4.53, 9.22, and 1.51 um, respectively.



2. Background
The following section will provide the required literature and background to obtain a
basic understanding of the previous work done by researchers at AFRL and AFIT [2]-[5]. In
addition, this section will focus on the concepts and physics needed to understand integrated

circuit (IC) fabrication techniques and processes that are related to this research.

2.1 MEMS Overview

MEMS are micrometer scale systems that are made up of moving and electrical parts that
can be built for unique applications. Depending on more specific needs for each application,
MEMS devices have been able to branch out into other fields such as,
microoptoelectromechanical systems for optical applications, radio frequency MEMS for radio-
frequency applications, and nanoelectromechanical systems if the system includes at least one
component less than 1 um. Finally, if MEMS are used in a biological application, then that

system is referred to as bioMEMS [6].

2.1.1 MEMS History

It was not until the 1960s that researchers realized that IC processing could be used in
dynamic ways by taking full advantage of all the properties that silicon has to offer.
Traditionally, IC fabrication only focuses on the electrical properties of silicon, but MEMS
devices use both electrical and mechanical properties of silicon. Depending on how silicon is
fabricated, it can exhibit flexible membranes characteristics. Changes in pressure can move this
type of silicon material, which allows it to be electrically measured. This type of device is known
as a pressure sensor. After the discovery of MEMS sensors came the development of MEMS
actuators. MEMS actuators are microscale devices that actuate when an electrical input is

properly applied to the system [7].



2.1.2 MEMS Uses

A transducer is a substance or a device that converts input energy into a different output
energy. This is known as a sensor or actuator. Transducers have a broad definition because they
are used in many applications. Examples of common transducers include microphones, solar

cells, incandescent light bulbs, electrical motors, and even human beings [5].

2.1.2.1 Actuators

A device that moves or moves something is known as an actuator [5]. Common physical
stimulus that create actuation in MEMS devices are electric fields, magnetic fields, and thermal
effects. Actuation via electric fields include electrostatic and piezoelectric. Displacement by
magnetic fields include magnetostatics and magnetostrictive. Finally, thermal actuation involves

the difference between thermal coefficients of expansion of two materials [7].

Electrostatic actuation occurs when an electric field is created between two adjacent
conductors. One of the most basic examples of electrostatic actuation is a cantilever beam used
to deflect a laser beam. The cantilever beam in this example is used as an optical switch and can
be seen in Figure 1. VVoltage is applied to the electrode that has an insulating Si0, layer
separating the substrate from the electrode. The silicon substrate that is directly attached to the
conducting polysilicon cantilever beam is grounded. As a result, an electric field is created that
generates a small force that deflects the tip of the cantilever beam downward. The forces are in

the nanonewton to micronewton range [7].
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Figure 1: Electrostatic actuation of a cantilever beam [7].

2.1.2.2 Sensors

A sensor converts a physical quantity to an electrically measurable parameter. In other
words, it is a device that can electrically measure a change in resistance, capacitance, or
oscillation frequency when it properly undergoes a change in pressure, acceleration, or mass

change [7].

A common example of a sensor involves the piezoelectric effect. An electrical charge is
generated on the surface of a piezoelectric material when it undergoes a force that compresses it.
A charge is generated because the applied force creates stress that turns into strain. Strain then

creates electric dipoles that induce surface charges to finally create an electric field [7].

2.1.3 Advantages of MEMS
MEMS devices have been of high interest in the scientific and engineering communities
due to the many advantages they have to offer. Some of those advantages include small size,

performance, batch fabrication, cost-effective integration with electronics, and a significant



reduction in power consumption [8]. Since MEMS devices operate on the microscale, they are
sought out in applications where minimizing weight and size are of an essence. Finally, MEMS
can be a more affordable alternative to IC manufacturers since they can be made in large batches

using a single design yielding high throughput [3].

2.2 Materials

Conductors, semi-conductors, and insulators are used in both IC and MEMS fabrication.
Each layer is patterned one layer at a time during fabrication. The electrical and mechanical
properties are designed and built to meet unique specifications that will enable a certain function,
but selection is based on both the requirements of the final product as well as the ability to

selectively remove sacrificial material and leave the desired material [3].

2.2.1 Conductors, Semi-Conductors, and Insulators

The locations of the energy bands in the band diagram determine the characteristics of a
given material. Energy bands can overlap or form gaps, and if a bandgap is present the size of it
provides further details about the material. Band diagrams usually consist of a valance band
(bottom band) and a conduction band (top band). Electrons move from the valance band to the
conduction band, and holes move and start in the opposite way. A bandgap will not be present in
a material that is conductive. This allows electrons to freely move into the conduction band upon
excitement. Insulators have a large bandgap between the conduction band and the valance band,
which makes it difficult for electrons to travel to the conduction band. Finally, semiconductors
fall in between insulators and conductors where a bandgap is present, but the gap is small where
electrons can still travel to the conduction band. The bandgap for silicon at a temperature of 300

K is 1.124 eV [9].



2.2.2 Important Materials for MEMS

According to the PolyMUMPs design handbook, common materials used to fabricate
MEMS devices are single-crystal silicon, poly-crystalline silicon, silicon dioxide, silicon nitride,
and metal [10]. The subsections that follow will summarize the basic characteristics of each

material.

2.2.2.1 Single-Crystal Silicon

In the periodic table, silicon is in the group IV elements. Silicon has “four valence
electrons and needs four more electrons to complete its valence shell” [7]. To complete its
valence shell silicon needs to form covalent bonds with four nearest neighbor atoms. When this
is achieved a single crystalline structure is created and it is also referred to as a diamond
structure. In addition, the single crystalline structure can be thought of as two interlocking FCC

lattices that are offset by (a/4,a/4, a/4) [7].

Wafers are the backbone of MEMS devices since it is where devices are fabricated on.
The most common technique used to grow single-crystal silicon wafers is called Czochralski
growth (CZ). From the CZ growth yields a large boule that is later sliced into thin wafers and
used as a semiconductor. Silicon boules can reach diameters of over 300 mm and 1 to 2 m long.
The CZ growth consists of submerging a single crystal ‘seed’ into a melt and slowly pulling it

out, allowing solidification, while rotating it counter clockwise [7].

2.2.2.2 Poly-Crystalline Silicon
Many individual single crystalline silicon structures make up poly-crystalline silicon,
which is also known as polysilicon. The difference between the two is that the crystalline silicon

structures in polysilicon are not perfectly aligned with each other. This means that polysilicon is



not a lattice matched structure and single crystalline silicon is. Growing single crystal ingots with
minimal crystal defects is already a challenging task; therefore, the choice of using polysilicon as
the preferred material in deposition techniques facilitates the process of making MEMS devices.
Low pressure chemical vapor deposition (LPCVD) is the most common way to deposit
polysilicon onto silicon wafers and is done at a temperature of 600°C. Polysilicon is the most
common material that serves as a structural material in MEMS devices and is typically 1 to 2 um
thick [7]. The electrical properties of both single crystal silicon and polysilicon can be altered by

adding accepter or donors, which is known as P or N type doping, respectively [9].

2.2.2.3 Silicon Dioxide

In a previous example involving an actuating cantilever beam, silicon dioxide (Si0,) was
used as an insulating layer to separate two conductive layers. Silicon dioxide can be used as an
insulating material because it has a bang gap of 8.9 eV [9]. In other MEMS applications, silicon
dioxide is commonly used as a sacrificial layer due to two desirable properties. First, it can
withstand the 600°C LPCVD deposition temperature of polysilicon. Finally, silicon dioxide has
a faster hydrofluoric acid (HF) etch rate than polysilicon. In addition, when silicon dioxide is
doped with phosphorus, forming phosphosilicate glass, its HF solution etch rate is 8 to 10 times
faster than undoped silicon dioxide. This selectivity makes it a good sacrificial material when
silicon structures are to be made [7]. It is also important to note that silicon exposed to oxygen at

room temperature will begin to yield silicon dioxide [3].

2.2.2.4 Silicon Nitride
MEMS devices can also use silicon nitride as an insulator. Its benefit over silicon dioxide

IS its resistance to oxidize. As a result, silicon nitride is commonly used in MEMS devices as an



electrical isolation between the polysilicon and the substrate. Due to its high strength it can also

be used as a layer in the device [3], [10].

2.2.2.5 Metal

Metal is a conductor and is typically used to make electrical contacts in MEMS devices
[9], [10]. Metals are used in solar cells, thin film batteries, and many other technologies [7]. All
kinds of metals are used in MEMS; however, for the purposes of this research only gold,
platinum, chrome, and aluminum will be discussed since they will be used to fabricate

micromirrors [10].

2.3 Fabrication
The sections that follow will cover the processes and techniques used to fabricate MEMS
devices. Specifically, the processes and techniques used to fabricate micromirrors, in this

research, and the previous work done by AFIT.

2.3.1 Photolithography

Photolithography, one specific kind of lithography, is one of the most important
fundamental processes used to make ICs and MEMS devices [7], [10]. Lithography is important
because it “encompasses all the steps involved in transferring a pattern from a mask to the
surface of the silicon wafer” [11]. Photolithography starts by coating a wafer with photoresist.
Depending on the step of fabrication, a mask and wafer are aligned via alignment marks. Then
the pattern is transferred onto the wafer when the photoresist is exposed with either visible,
ultraviolet (UV), or deep ultraviolet (DUV) light (Figure 2). It is a useful process because masks

can be used multiple times. Masks transfer designs onto wafers in a specific way, depending on



the type of photoresist being used, by blocking or allowing a light source to reach the photoresist

[7], [10].

SN
Megative resist

Positive resist

Figure 2: Photolithography steps: cover substrate with photoresist, align mask with substrate,
expose substrate with a light source, develop photoresist, etch pattern, and remove the remaining
photoresist [11].

Mask creating starts by determining what layers are needed, then laying out features. The
next step is to generate models which might run through 3D finite element analysis modeling.
Each modeling software is different; therefore, it is important to consult the layout rules to
ensure compliance. Typically, each layer in the fabrication process requires a mask. Masks are
fabricated on fused silica that have a bottom chromium layer and a layer of photoresist on top.
Mask making technology allows specific files to be uploaded onto machinery and using a

process like photolithography, pattern a mask. After the mask has been patterned and developed,
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the exposed chromium is etched away yielding a mask that can be used to pattern wafers [7]. For

this research the MEMS L-Edit v8.3 will be used to create masks.

2.3.2 Photoresist

Following mask and wafer alignment, high-intensity UV light is used to expose the top
photoresist layer, also known as resist, and change the properties of that material [11].
“Multiplying the intensity by the exposure time provides the [exposing radiation] dose (J/cm?)
[7].” Depending on the application and thickness of the resist layer, radiation doses should be

properly changed.

Typically, a wafer is coated with resist via spin coating. The wafer is first placed on top a
vacuum chuck that tightly holds the wafer in place with a vacuum [7]. About 1 ml of resist for
each inch of substrate diameter is dispersed on the wafer. Then depending on the desired
thickness of the photoresist layer one would set a spin speed, acceleration, and time to uniformly
spread the resist on the wafer. Thickness vs spin speed for various SU-8 2000 resists can be seen
in Figure 3 [12]. Following resist application, the wafer undergoes a soft bake followed by UV
exposure. Depending on the type of photoresist, positive or negative, the lithography steps to

completion differs [7], [11].

Shipley’s 1818 is an example of a positive resist. After exposure, it is common to develop
the resist. In this step, the parts that have been exposed to UV light will wash away when it
encounters developer solution. The opposite is true in the case of negative resist. In other words,
the areas that have been exposed to UV light will remain after development. For the case of SU-8

resist, which will be used in this research, a post exposure bake (PEB) must take place directly
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after exposure. After a PEB the wafer can be developed. The development time and baking

temperatures vary for different thicknesses and photoresists [12].

247 -
|
00 ] —8—5U5 207E
. —&—31-5 2050
R 505 203
E -m-5U5 008
=180
o
o
E 140
=
=120
=
E i |
[T
£
]
47 -
i
500 1000 1500 000 2500 3000 3500 4000 4500

Spin Speed (rpmi
Figure 3: Spin speed vs film thickness for selected SU-8 2000 resists [12].

2.3.3 Surface Micromachining and Etching

Surface micromachining is a process that takes place on the surface of the wafer. “Films
used for structural elements are deposited using techniques such as LPCVD”. Several layers can
be deposited to make up a structure. Some of those layers are later removed through etching to
allow motion of the structural layer. Polysilicon is the most common surface micromachining
structural material due to its ability to be “deposited with well-controlled, repeatable film stress
levels”. In addition, polysilicon is also isotropic which can be an advantage in some structures
[7]. Bulk micromachining, essentially the opposite of surface micromachining, is another method

to fabricate MEMS devices, but this research will only utilize surface micromachining.
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Following the completion of photolithography, the next step involves etching. Wet
chemical etching involves the submersion of a wafer into a “solution that reacts with the exposed
film to form soluble by-products.” This method is typically undesired since it is “difficult to
control, is prone to high defect levels due to solution particulate contamination, cannot be used
for small features, and produces large volumes of chemical waste.” Dry and plasma etch process
are better than wet etching [7]. It is also important to note different techniques, materials, and
solutions will either etch a material uniformly in all directions, isotropic etch, or only in one,

anisotropic etch. Overall, wet chemical etching is an isotropic process [11].

2.3.4 Liftoff

An alternative to wet etching is liftoff. This method involves patterning a thick layer of
resist. A thick layer is about 2 um. Then it is common to evaporate a thin layer of metal, which
can be a couple hundred nanometers. The areas where metal is on top of resist lifts off of the
wafer as the resist dissolves in developer or acetone. An ultrasonic agitation bath can be used to

accelerate liftoff [7]. This method and a variation of it will be used in this research.

2.3.5 Sputtering

In microelectronic fabrication metal thin films are usually deposited via evaporation;
however, sputtering is the primary alternative for thin film deposition. Sputtering “has better step
coverage than evaporation, induces far less radiation damage than electron beam evaporation,
and is much better at producing layers of compound materials and alloys [7].” This research will

use sputtering as the preferred method to deposit metal layers since it is accessible.

Figure 4 shows an image of a basic sputtering system. It consists of a parallel-plate

plasma reactor in a vacuum chamber. “The plasma chamber must be arranged so that high energy
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ions strike a target containing the material to be deposited” onto the wafer. The cathode and
anode are closely spaced to ensure that as many of these ejected atoms are collected. The
pressure in the chamber is held at about 0.1 torr and an inert gas is hormally used to supply the

chamber [7].

Gas
inlet 1
1
1
Power @ Target
supply Wafers

—

Figure 4: Chamber for a simple parallel-plate sputtering system [7].

2.3.6 Multi-User MEMS Processes

The Multi-User MEMS Processes (MUMPS) is a commercial program that fabricates
MEMS devices. They have three different processes: PolyMUMPs, MetalMUMPSs, and
SOIMUMPs. PolyMUMPs is a three-layer polysilicon surface micromachining process that was

used to fabricate electrostatically actuated bimorph beam structures that this research builds on.

2.3.6.1 PolyMUMPs Process Overview
The PolyMUMPs fabrication process is done on a silicon substrate. The order and layers

that are deposited are as follows: nitride, Poly0, 1% Oxide, Poly1, 2" Oxide, Poly2, and Metal.
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Each layer’s thickness varies from 0.5 um to 2.0 um. Surface materials are deposited by
LPCVD. The nitride layer is used to provide electrical isolation from water. The oxide layers are
made up of phosphosilicate glass and usually serve as sacrificial layers. They too help define the
gaps between structural layers. PolyO is typically used as an electrical layer for ground
plane/electrode formation. Polyl and Poly2 are the first and second mechanical layers,
respectively. Finally, the metal layer is used as an electrical contact layer or for optical reflective

purposes [10].

All layers are patterned using photolithography techniques and etched using reactive ion
etching. The final gold metal layer is deposited and patterned using a standard liftoff technique.
At the end a release etch is done by immersing the silicon wafer in hydrofluoric acid for 2-3
minutes. This gets rid of the sacrificial layers and frees both Polyl and Poly2 [10]. Figure 5

shows a cross section view of the PolyMUMPs process.

2nd Oxide

1st Oxide

Nitride

Figure 5: Cross section view of the PolyMUMPs process [13].

2.3.7 Previous Micromirror Research
AFRL and alumni of AFIT have modeled and tested electrostatically actuated bimorph
beam structures for use in a micromirror array. This platform is being actuated with a new

electrostatic “zipper” actuation scheme. Essentially, this design consists of stacking bimorph
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cantilever beams in such a way that allows for the deflections of each beam to be added together.
The “zipper” structure is then actuated by applying a voltage to an electrode on the bottom of the
cantilever beams [14]. To have more control of the actuation phenomena, the electrodes on the
bottom of the beams have been segmented. This in turn allows only one or various parts of the
beam to be pulled in and in turn pull other connected beams, opposed to being constricted to only
pulling the whole “zipper” beam [15]. The micromirror will sit on top of a platform that has four
“zipper” beams on each side. Overall, their research found that the pull-in and displacement
behavior of a bimorph beam changes as the electrode configuration changes [3]. Figure 6 shows
the L-Edit layout of the micromirror platform. L-Edit files are sent to PolyMUMPs for

fabrication.

Figure 6: Actuation platform layout created on L-Edit [3].

Current researchers at AFRL fabricated a MEMS deformable mirror device of excellent
optical quality with roughness of the entire area of 15.1 nm, bowed slightly upward between £40
and +70 nm. Fabrication consisted of first spinning on a 3 um SU-8 2002 photoresist layer to

serve as an etch stop layer. Then 100 nm of gold was electron beam evaporated, followed by an
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additional SU-8 2002 250 nm layer that was encapsulated by an evaporated 100 nm gold layer.
Finally, a 250 nm thick layer of unexposed SU-8 2002 was used to bond the mirror wafer to the
detector wafer. These devices are tough to make and difficult to replicate; therefore, this research
will attempt to simplify the process to facilitate replication and add a pillar to the structure

without bonding requirements [4].

2.4 Improving MEMS Micromirror Fabrication

Silicon MEMS micromirrors are undesirable, at least in this application, because they are
heavy and need to be flip chip bonded onto the micromirror actuator array platform. Flip chip
bonding is done with an epoxy material that sticks the micromirror to the platform and can be
seen in Figures 7 and 8. This process is not perfect and varies from one device to the other since
it is done by hand. As a result, the final product will have an undesirable tilt that may lead to
collisions between adjacent mirrors and a low yield. Regardless of the micromirror placement,

the heavy weight of the silicon micromirror will inhibit ideal functionality of the device.

Micromirror
Array

SU70 4.0kV 9.4mm x30 SE(M) 4/19/2018

Figure 7: Image of flip chip bonded micromirror arrays.

17



Micromirror

Actuation
Scheme

Epoxy
Material

SU70 7.0kV 9.4mm x100 SE(M) 4/19/2018 I

Figure 8: Image of a flip chip bonded micromirror.

This research is novel because the MEMS micromirrors being fabricated are
significantly lighter than silicon micromirrors and can be grown on top of micromirror actuator
arrays. Precision is critical at the micrometer scale, and it is especially important in this
application since adjacent devices are only separated by 100 um. The majority of the
micromirrors will consist of SU-8; therefore, these micromirrors will be lighter than silicon

based micromirrors since SU-8 is less dense than silicon.

2.5 Initial SU-8 MEMS Micromirror Design Overview

To avoid confusion, when the word micromirror is used it is referring to a whole
structure, but without the actuation device. A micromirror in the context of this work consists of
a pillar and a mirror. The pillar is the base. The mirror is held up by the pillar and is used to

deflect a light source.

The pillar will be made of SU-8 photoresist. The length and width of the pillars will be

200 um by 200 um. The pillars’ height can vary, but the goal was 25 um. Each mirror will
18



consist of SU-8 sandwiched between two gold layers. It is important to note that the whole
micromirror should be fully encapsulated with gold, or a metal, to keep the photoresist from
deteriorating with time and create a path from the top to the base for heat dissipation. The
thickness of each layer will be determined through this research; however, the length and width

of the mirror will be 1 mm by 1 mm.
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3. Methodology

The sections that follow will cover the initial methodology used to design, fabricate, and
test MEMS micromirrors. In addition, the experimental set up that was used to find statistically
significant factors will also be explained. This research is looking to replace silicon micromirrors
that are currently being used in micromirror actuator arrays built and tested by AFRL and AFIT
researchers [3].

It is important to note that the initial design was not used to fabricate the final structures;
however, it is essential to comprehend the original design since some of the same masks are used
in the final design. In addition, each different approach builds from the initial design. This
chapter will only discuss the initial design, and chapter four will explain how the fabrication
process evolved to a double layer design. The method of gathering data and analyzing it do not
change.

3.1 Design

One of the goals of this research was to create a design that can easily be replicated in the
clean room. Fabrication is somewhat of an art; therefore, simplification of the design was key to
assure a trivial fabrication process. It was also important to apply an appropriate experimental
design that would find the optimal material and layer thicknesses. The first step was to illustrate
Cross sections, create a fabrication process follower, choose an experimental design, and finally

create masks.

3.1.1 Cross Sections
The illustration of cross sections was an important first step since it allows one to visually
see the fabrication process. This helps one catch potential issues and makes it easy to share work

that can lead to constructive criticism. The cross sections of the micromirrors that follow are
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made up of only SU-8 and gold. The pillar and middle layer of the mirror consists of SU-8, and
the top and bottom layer of the mirror are gold. With modifications, the same process can be
used to replace the middle SU-8 layer of the mirror with SiO,.

The fabrication process that is explained in this paragraph can be seen in Figure 9. The
first mask was used to pattern alignment marks. The second mask was used to create the pillars
of the micromirror. It is important to note that the SU-8 over the alignment marks was exposed to
prevent an early release in the steps that follow. The third mask was used to pattern S1818. The
purpose of this step was to visibly reopen the alignment marks via metal liftoff. If this step was
not done, then alignment marks will not be visible for future mask alignments. The fourth mask
was used to create the middle layer of the mirror. The same mask that was used in Figure 9 (c) is
used again in Figure 9 (e). The final mask was used to pattern the metal layers via metal wet
etch. The last step shows the release of the micromirrors. The detailed fabrication process

follower can be seen in Appendix A, and the masks used in the fabrication can be seen in
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Figure 9: Alignment marks are patterned (a), pillars are created/exposed (b), S1818 is patterned
and gold is evaporated (c), and middle mirror layer is created/exposed (d), S1818 is patterned
and gold is evaporated (e), metal wet etch of mirror (f), and release (g).

3.1.2 Fabrication Process Follower

The fabrication process follower is one of the most important documents when dealing
with any type of fabrication. This document allows one to map out the whole process step by
step and helps to catch any potential mistakes. In addition, it allows one to back track and
analyze a step if a mistake is encountered in the clean room. The fabrication process follower for
this initial design can be seen in Appendix A.

The first potential issue dealt with the use of two different photoresists. It was unclear
whether exposed or unexposed SU-8 would be affected by S1818 developer. If this was the case,
then a different masking photoresist whose developer did not react with SU-8 would need to be
used. Fortunately, this was not the case and the use of S1818 developer with SU-8 did not create
any problems. The other potential issue dealt with an early release. This issue would be
encountered after the substrate was cleaned following a metal liftoff. It was found that a standard

solvent clean does not affect exposed SU-8. It is also important to note that unexposed SU-8
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becomes vulnerable to a solvent clean after it has been reheated longer than the data sheet
recommends. The initial process follower took extra steps to ensure this did not affect
fabrication.
3.2 Experimental Design

A 2k factorial design was used in this research. This experimental design is the most time
effective and can appropriately analyze each factor. In addition, this type of design is widely

used in research because the results can lead to other designs of considerable practical value [16].

3.2.1 The 2* Factorial Design

The 2 factorial design is commonly used in research work because its analysis
investigates the joint effect of the factors on a response. As previously stated, it too forms the
basis of other designs that can further explore the effects of specific factors on a response. The
number of factors in the design are represented by k. Each factor has only two levels, high and
low, and is represented by 1 and —1, respectively. The levels can either be quantitative or
qualitative. In this case, the thickness of a layer will be quantitative and the use of either SU-8 or
Si0, will be qualitative. This type of design provides the least number of runs with k factors that
can be studied in a complete factorial design. As a result, this makes the 2% factorial design time
effective and a desired initial experimental design where many factors are being investigated
[16].

3.2.2 2* Factorial Design

This initial research was represented by a 2* factorial design. The factors were the
following: pillar geometry, middle mirror layer material, middle mirror layer thickness, and
bottom and upper mirror thickness. The pillar geometries were a rectangle and a cylinder;

however, the dimensions did remain constant. The pillar was 25 um high and covers as much
23



space as possible on the 200 um x 200 um surface. The middle mirror layers were SU-8 or
Si0,. The middle mirror layer thicknesses were 250 nm or 2 um. The bottom and upper mirror
gold layer thicknesses were 300 nm and 75 nm. All mirrors had an x and y dimension of
1 mm by 1 mm. It does not matter whether qualitative factors were represented by —1 or 1;
however, all smaller numerical values for quantitative factors were represented by —1 and all
greater numerical values were represented by 1. Different measurements taken from the top of a
given mirror were the responses of the design. All data was statistically analyzed via the
statistical software Minitab 17. Appendix C shows the randomized runs that were obtained via
Minitab 17 and provides further detail.
3.4 Micromirror Testing

The flatness of each micromirror was found by using the ZY GO® NewView™ 7300
Interferometer that is in the AFIT characterization lab. The interferometer was the optimal
machine for this task since it can measure surface deflection and provide a topographical

measurement of the entire micromirror [3].
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4. Results and Analysis
The sections that follow will cover fabrication results that start from the initial design
explained in Chapter 3. This chapter will show each step of the way and the reasoning behind
each new fabrication run. The final fabrication design of the MEMS micromirrors consist of two

layers that requires three masks to fabricate.

4.1 Initial Design
Even though extra steps are taken to guarantee that everything goes as smooth as possible
in the clean room it can sometimes be difficult to predict what will happen until it is tried.

Overall, the first fabrication is the toughest and most time consuming.

4.1.1 Initial Design Results

One of the first problems that was encountered dealt with having S1818 spun on top of
SU-8 and can be seen in Figure 10. S1818 is used for a metal liftoff to reopen the alignment
marks on the wafer. This means that all the S1818 on the wafer needs to be removed except for
what is on top of the alignment marks. At first it seemed as if S1818 was not adhering to the top
of SU-8. It is hard to tell since both materials are photoresists. Typically, it is easier to notice a
change when the bottom layer is a metal. Another issue regarding S1818 and SU-8 had to do
with the exposure dose. When S1818 is on top of SU-8, just the perfect exposure dosage needs to
be used that will only pattern S1818 and not SU-8. If the S1818 is overexposed, then the SU-8
underneath it will harden and create issues in the final structure and release. To avoid this a
characterization run was executed, and it was found that for a 2 um S1818 layer an exposure

dosage of 30 mJ /cm? is needed. An exposure dosage of 370 mJ/cm? was used for the pillars.
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Figure 10: S1818 masking layer for SU-8.
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After the SU-8 pillars have been exposed and a layer S1818 has been spun on, the next
step is to use Mask C to pattern S1818 over the alignment marks for a metal liftoff after a metal
evaporation. Since it was difficult to see whether S1818 was adhering on top of SU-8 and one of
the goals of this research is to simplify the fabrication, one wafer with S1818 and a second wafer
without S1818 were sent for metal evaporation. A metal liftoff was attempted on the wafer that
did have S1818 patterned on top of it and it was observed that it did not have a clean liftoff. This
might have occurred because S1818 did not properly adhere to SU-8. In addition, after the
attempted liftoff the alignment marks were difficult to see under the microscope, which would
result in alignment difficulties if integrated into the complete mirror fabrication process. The
alignment marks were perfectly visible on the second wafer that did not have S1818 on top of it.
Both the SU-8 and metal layer maintained the shape of the alignment marks.

The middle 250 nm SU-8 2002 mirror layer was to be made by diluting SU-8 2002 with
2.5 equivalents of methanol. The diluted product did not look like one consistent photoresist
material. One could see that there was chunks of photoresist in the mixed product. As a result,
the spin speeds of SU-8 2002 were plotted on a line and used to solve for a thickness of 250 nm.

A spin speed of 6,500 rpm yields a 250 nm layer.

4.1.2 Initial Design Release
The first wafer to be released had a 250 nm SU-8 2002 middle mirror layer thickness and

a 300 nm gold layer on both the top and bottom mirror layers. Figure 11 is an image of the wafer
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after a metal wet etch of the top and bottom gold layers. One can see that the mirror is not flat,
but the surface of the pillar is. The grooves that are seen were present after the first metal

evaporation and remained through the rest of the fabrication.

Mirror

Unexposed
SU-8

Figure 11: Micromirrors ready for release.

Different approaches were taken, but the wafer did not release. At first the wafer was
submerged in SU-8 developer for 7 minutes, which is the recommended time for a 25 um
thickness. The SU-8 developer did not remove the unexposed SU-8. There was no change in the
wafer. In order to attempt different release processes the wafer was diced into several pieces.
Different release strategies included heating the SU-8 developer to 120°C and 170°C and
submerging a piece in the solution for up to 20 minutes. Again, this approach did not work as
there was no change in the structures. 1165 solution was also used at temperatures
65°C,75°C,95°C,110°C, and 120°C. At high temperatures the solution cleaned the whole
wafer and at lower temperatures the solution began to remove the middle and top layer of the

mirror. A mix of the two solutions was also tried and the results were the same as when only
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1165 solution was used. 1165 solution is a very strong solvent that is usually used to strip wafers;
therefore, any combination using 1165 solution will have the same result.
4.2 Modifications of the Initial Design

In the initial design, after the pillars were exposed a PEB was not done. This was not
done because the wafer was going to be reheated in other steps; however, not doing a PEB might
have contributed to a non-releasable wafer. Other ideas to potentially fabricate releasable
micromirrors, were to use different SU-8 photoresists that have less viscosity than SU-8 2025. In
addition, measuring the flatness of the mirror with and without a PEB was good data to have to
see the effects of a PEB.

At first SU-8 2002 was substituted for SU-8 2025 to fabricate the pillars since it has the
lowest viscosity among all the SU-8 photoresists. Nine layers, 3 um each, were spun on a wafer.
A full soft bake was done between each layer. After development, the profilometer measured a
2.5 um thickness for all nine layers. This means that the layers did not adhere to one another.

SU-8 2005 was used instead of SU-8 2002 because it has the second to least viscosity
among all the SU-8 photoresists. Spinning on multiple layers adhered to each other. Spinning on
one and two layers at 775 rpm yielded a total thickness of 17 um and 37 um, respectively. To
find whether a PEB was affecting the flatness of the mirror, surface measurements were taken
from the unexposed to exposed pillar features. Table 1 shows the measurements taken before and
after a PEB. A step height was found in both measurements after the PEB. As seen from Table 1,
it is preferred not to do a PEB before the first metal bottom mirror layer deposition since each
subsequent layer should maintain the same flat surface profile. In addition, a thicker layer will
yield a larger step height once a PEB is done. Previous attempts to deposit metal through

evaporation resulted in a non-flat surface profile, therefore sputtering was attempted.
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Table 1: Step height measurements to pillar.

Thickness (um) Before PEB (um) After PEB (um)
17 0 0.5
37 0 1.5

4.2.1 Sputtering vs Evaporation

In the initial design, the first layer of gold evaporation did not maintain a flat surface over
the unexposed SU-8 (even without a PEB). In hopes of having a flat surface sputtering was
attempted.

Four wafers, each with an SU-8 2005 thickness of 37 um, had gold sputtered on them.
Two of the four wafers did not undergo a PEB, and the remaining two wafers did go through a
PEB. 75 nm and 300 nm are the two gold thicknesses that were sputtered on each kind of wafer
(PEB vs no PEB). Figure 12 (a) and (b) are images of the two wafers that did undergo a PEB
with metal thicknesses of 75 nm and 300 nm, respectively. Figures 12 (c) and (d) are images of
the two wafers that did not go through a PEB with metal thicknesses of 75 nm and 300 nm,
respectively. One can see that there is no major difference between all four wafers. All four
wafers show grooves where SU-8 has not been exposed; however, in all four wafers the metal on

top of the pillars surface is flat and conformal.
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Figure 12: PEB with a gold thickness of 75 nm (a), PEB with a gold thickness of 300 nm (b), no
PEB with a gold thickness of 75 nm (c), no PEB with a gold thickness of 300 nm (d).

4.3 Single SU-8 Layer Design

The initial design, or any modifications to it, did not show promise for a final
micromirror with a flat surface. One thing that remained constant in the initial design was a flat
metal surface over the SU-8 areas that are exposed to UV light. As a result, it is desired to have
the 1 mm by 1 mm mirror part of the micromirror exposed to UV light before a metal deposition
to guarantee a flat metal surface. A pillar and mirror can be fabricated with one layer of SU-8,
two different exposure doses, and two masks. The process is shown in Figure 13. By varying the
exposure, a micromirror structure can be made. To avoid confusion, the first exposure seen in
Figure 13 (a) is going to be referred to as the mirror exposure dose (MED). The second exposure

seen in Figure 13 (b) is going to be referred to as the pillar exposure dose (PED).
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Figure 13: Dual exposure of mirror structures where the first UV light exposure, referred to as
MED, is done using Mask B (a), and second pillar UV light exposure, referred to as PED, is done
using Mask D (b).

4.3.1 Single SU-8 2025 Layer Characterizations

Four wafers coated with SU-8 2025 were used to test the single layer approach. The
wafer with a thickness of 28 um received a 30 mJ/cm? MED. The last three wafers, each with a
thickness of 74 um, received a 15, 30, and 60 mJ/cm? MEDs. Following each respective MED,
all wafers received a 370 mJ/cm? PED and the appropriate PEB. Figure 14 (a) is an image of
the 60 mJ/cm? MED wafer after the appropriate PEB, and Figure 14 (b) is an image of the 15
mJ/cm? MED wafer after the appropriate PEB. In Figure 14 (b) the pillar, from above, is clearly
visible, and in Figure 14 (a) the pillar is not visible. This is because as the MED increases the
thickness of mirror increases too. The thicker the mirror the more heat it can withstand during

the PEB and not lose its surface integrity.
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Figure 14: 60 mJ/cm? MED after the appropriate PEB (a), and 15 mJ/cm? MED wafer after the
appropriate PEB.

When the wafers were submerged in SU-8 developer they did not seem to begin
releasing, except for the wafer with a 15 mJ/cm? MED. Putting the wafers in petri dishes filled
with SU-8 developer over a water sonic bath released the structures. Figure 15 shows images of
the 60 mJ/cm? MED wafer throughout the release process. Figure 15 (a) shows the micromirror
beginning to release and Figure 15 (c) is an image of the released wafer. This wafer took about 3
hours to release in the sonic bath. After the wafers were taken out of the sonic bath they were

cleaned with acetone and water. Using a profilometer, a mirror thickness of 65 um was measured
from the 60 mJ/cm? MED wafer. A ratio of 1.083 um/ (%) was found. This ratio proves that

the greater the MED the thicker the layer. Figure 16 (a) and (b) show how the 15 and 30
mJ/cm? MED thin layers curled after release, respectively. Curling occurs because the top
mirror layer thicknesses for 15 and 30 mJ/cm? MEDs are 16.25 and 32.49 um, respectively.
Both these thicknesses are not thick enough to be ridged structures. The 60 mJ/cm? MED wafer

had a mirror thickness of 65 um which is thick enough not to curl. In addition, the thinner the
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layer the less time it takes to release. Both 15 and 30 m//cm? MED wafers took less than 10
minutes to release because the mirror is fragile. This allows developer to reach the bottom of the

mirror quickly.

Beginning
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Figure 15: 60 mJ/cm? MED wafer releasing in sonic bath (a), 60 m//cm? MED wafer releasing
in sonic bath (b), fully released 60 m/J/cm? MED wafer (c).

33



Pillar

(b)

Figure 16: Fully released 15 mJ/cm? MED wafer (a), fully released 30 mJ/cm? MED wafer
(b).

4.3.2 Single SU-8 2025 PED Modifications

Using the ratio found in the previous subsection and a 74 um SU-8 2025 resist layer, it
was found that a 45 mJ /cm? MED would yield a 25 um pillar height and a 48.75 um thick
mirror layer. Measurements, using a profilometer, found a mirror thickness of approximately 48-
49 um which is close to the calculated value. The micromirrors released in approximately 45
minutes.

Surface measurements were taken from the mirror to the pillar, after a PEB, and
approximately found a 1 um step height. To try and avoid a step height, a PED of 80 and 75
mJ/cm? was used instead of 370 mJ/cm? to see if overexposure was the cause; however,
changing the PED to a lower exposure dose did not change the 1 um step height. Another
alternative to fix this problem was to first pattern the pillars, spin on an additional layer of SU-8,
and expose the mirror layer. This approach did not work because the additional resist layer
maintained the integrity of the pillar creating a step height. Finally, using more than two resist

layers did not work because a step height was still present as previously mentioned.
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4.4 Double Layer Design: SU-8 2025 and Gold

the single SU-8 layer approach. Each wafer was coated with a 74 um SU-8 2025 layer. Wafer A,

A design, using three wafers, was conducted to see how an evaporated gold layer affected

B, and C had a 43, 45, and 50 mJ /cm? MEDs, respectively. Table 2 summarizes other values

that include: pillar height, mirror thickness, and gold thickness.

Table 2: Double layer design specs.

MED PED Pillar Mirror Gold
Wafer (mJ /cm?) Thickness Thickness | Thickness
(mJ /cm?)
(um) (um) (nm)
A 43 370 27 a7 300
B 45 370 25 49 300
C 50 370 20 54 300

Figure 17 is an image of Wafers A and B with each having a 300 nm gold layer. One can

see that the mirror surface layer looks smooth. Surface profile measurements of Wafers A, B,

and C can be seen in Figure 18. The dip from the pillar to the mirror for Wafers A, B, and C are

0.94, 0.15, and 0.09 um, respectively. From these measurements it can be assumed that the

surface becomes flatter as the MED increases. This is because the mirror layer is thicker for

greater MEDs and allows it to maintain its surface profile.

Mirror

Figure 17: Wafer A with a top gold layer (a), and Wafer B with a top gold layer (b).
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Figure 18: Wafer A surface profile (a), Wafer B surface profile (b), and Wafer C surface profile
().

All wafers were patterned with Mask E and then a metal wet etch was done. All wafers
look the same after the metal wet etch and can be seen in Figure 19. All three wafers were put in
their own petri dishes containing SU-8 developer and put in a sonic bath to release. All wafers
lost about one fourth of the gold mirror layer. One could see that the mirrors in Wafer A curled
the most. Wafer C had the least curvature in the mirrors. In addition, Wafer A took the least time
to release and Wafer C took the most time. Wafer C took about five hours to release and Wafers
A and B took about 2.5 hours. An image of Wafer C can be seen in Figure 20 (a). Figure 20 (b)
is an image of Wafer C after it has dried for over 12 hours. All wafers were cleaned with acetone

and water following the release.
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Figure 20: Wafer C after the sonic bath release (a), Wafer C after it has dried for 12 hours (b).

4.4.1 Double Layer Design: SU-8 2025 and Gold, Takeaways

The metal might have been removed from some of the mirrors due to the metal wet etch,
and an adhesion layer could help this issue. The sonic vibrations could also contribute to metal
falling off of mirrors during the release. In addition, the release time might decrease if a thicker
layer of SU-8 is used to create more space for the solution to travel through. Finally, an SU-8

photoresist with a greater viscosity might create more ridged mirror surfaces with the same

MEDs.
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4.5 Single SU-8 2050 Layer Characterizations

SU-8 2050 photoresist was used next since it has a greater viscosity than SU-8 2025. A
single layer spun on at 1000 rpm yields a total thickness of approximately 136-140 um, which
means that there is enough space for SU-8 developer to release the structure in a reasonable time.
Various wafers were sectioned off and exposed at different MEDs. The MEDs are as follows: 10,
12, 14, 16, 18, 20, 22, 24, 30, 32, 34, 36, 38, 40, 42, 44, 45, 50, 55, 60, and 70 mJ /cm?. Table 3
summarizes the release times, mirror to pillar step height for both squares and circles (after a
PEB but before releasing), and the step height from the unexposed area to the mirror (after a PEB
but before releasing). Overall all measurements increase as the MEDs increase. The surface
profile seen in Figure 21 is consistent with all MEDs (N/A is short for not available).

Table 3: Specifications for various MEDs.

PED Release Mirror to Mirror to Unexposed
MED (mJ/cm?) Time Square Pillar | Circle Pillar | Areato Mirror
(mJ /cm?) (minutes) Step Height Step Height Step Height

(pm) (um) (um)
10 370 4 N/A N/A N/A
12 370 5 N/A N/A N/A
14 370 5 N/A N/A N/A
16 370 5 N/A N/A N/A
18 370 5 N/A N/A N/A
20 370 9 N/A N/A N/A
22 370 15 N/A N/A N/A
24 370 24 0.86 0.92 2.38
28 370 N/A 0.85 0.74 2.22
30 370 45 0.55 0.59 2.40
32 370 81 N/A N/A N/A
34 370 81 0.5 0.52 2.62
36 370 81 N/A N/A N/A
38 370 81 N/A N/A N/A
40 370 81 0.68 0.72 2.60
42 370 81 N/A N/A N/A
44 370 81 0.67 0.75 2.56
45 370 90 N/A N/A N/A
50 370 100 1.06 1.02 3.30
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55 370 100 N/A N/A N/A
60 370 240 0.91 0.93 3.96
70 370 240 N/A N/A N/A

Figure 21: General surface profile after a PEB.

4.5.1 Double Layer Design: SU-8 2050 Release Followed by a Gold Deposition

The sonic bath vibrations could have caused some of the metal to fall of the mirrors. An
experiment was conducted to see if releasing the structures before the metal deposition is
worthwhile. Two wafers, each with a 140 um SU-8 2050 layer, were exposed with a MED of 50
and 55 mJ /cm?, respectively. The PED for both wafers remained at 370 mJ/cm?. Following
release and a solvent clean, both wafers had 300 nm of gold evaporated. Figure 22 is an image of
the 50 mJ /cm? MED wafer after a metal wet etch is complete. One can see that not all the gold
is gone between the mirrors since the S1818 did not uniformly spread throughout the wafer. In
addition, some of the mirrors might have been attached to the substrate which made it possible

for S1818 to spin on at 4000 rpm. At a spin speed of 4000 rpm one would expect some
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micromirrors to fly off, but none did. As is, this method is undesirable. Possible modifications to

this process are recommended in Chapter 5.

Pillar

Mirror

Figure 22: 50 mJ /cm? MED wafer after a metal wet etch is complete.

4.5.2 Double Layer Design: SU-8 2050 and Gold

For this design 8 wafers were used. Each wafer received two different MEDs, and all
wafers had the same 140 pm resist layer. One MED was used in the top half of the wafer, and
the other MED was used on the bottom half of the wafer. This assured that each different kind of
MED, on each wafer, had both square and circle pillar geometries. The different pairs of MEDs,
in mJ/cm?, are as follows: 24 & 28, 30 & 34, 40 & 44, and 50 & 60. Each wafer pairs received
two different aluminum thicknesses, 0.5 um and 1 um. The order of metal layers from bottom to
top are as follows: chrome, aluminum, chrome, and platinum. Only the aluminum layer thickness
varied between pair runs, and all depositions were done via sputtering. This experiment was
trying to see whether a thick metal layer could reduce SU-8 curvature upon release and if the use

of an adhesion layer maintained all the metal on the mirror.
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4.5.2.1 Single Layer Liftoff via Sonic Bath

The release of the micromirrors was done via a process | am calling single layer liftoff
(SLL). For all the wafers in this design, the step height from the unexposed area to the mirror is
greater than 2 um; therefore, it was expected that the metal be removed from all unexposed resist
areas as unexposed resist is removed via a sonic bath. This method proved to successfully as it
removed the metal from undesired areas upon release. Note that this method consists of
submerging a wafer in a petri dish that is filled with SU-8 developer and placed in a water filled
sonic bath. The 0.5 um metal thick layer took approximately 15 to 21 minutes for the SLL to
completely remove unwanted metal between micromirrors. An image of this can be seen in
Figure 23 (a). The 1 um metal thick layer took about 30 to 35 minutes for the SLL to finish and
did not remove any of the metal on top of the mirror surface. An image of this can be seen in
Figure 23 (b). The thicker the metal the less vulnerable it is to sonic bath vibrations because it is
rigid. In addition, the thicker the metal the more time it will need to be removed from unwanted

areas because there is sturdy.

(b)

Figure 23: SLL via sonic bath for a 0.5 um metal thickness (a), SLL via sonic bath for a 1 um

metal thickness (b).
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4.5.2.1.1 SLL vs Traditional Liftoff

To see whether a common liftoff yielded better features than a SLL, two wafers were
tested. Following the double exposure of the SU-8 and a PEB, a 2 um S1818 was patterned on
top of the SU-8 layer using Mask D. Then one wafer received a 0.5 um metal layer deposition,
and the other wafer received a 1 yum metal layer deposition. An acetone bath did not remove any
of the unwanted metal. This led to placing the wafer in a petri dish filled with acetone into a
sonic bath. Doing this destroyed the structures and wiped the whole wafer clean. The second
wafer was put in a petri dish filled with SU-8 developer into a sonic bath. This as well destroyed
the structures and wiped the wafer clean. The high heat required during the S1818 soft bake
might be causing this issue. As well, this research has found that S1818 does not properly adhere
on top of SU-8 photoresist and this factor might be contributing to this result. For this research,
SLL via a sonic bath is the preferred method to remove unwanted metal.

4.5.2.2 Double Layer Design: SU-8 2050 and Gold Release via Sonic Bath Results

All wafers, except both 50 & 60 mJ/cm? MED wafers, were released in a water filled
sonic bath using petri dishes filled with SU-8 developer. The last two wafers were saved for a
later time because the released wafers were not showing promising results. The sonic vibrations
created too much agitation that caused the metal layers and SU-8 mirror layer to lose its integrity
during the release. Figure 24 (a) and (b) is an image of a wafer, post release, that had a 1

pm aluminum layer deposition with MEDs of 30 and 34 mJ /cm?, respectively.
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Figure 24: 1 um aluminum layer deposition with a 30 mJ/cm? MED (a), 1 um aluminum layer

deposition with a 34 mJ/cm? MED (b).

4.6 Final Release Process via Magnetic Hotplate Spinner Characterization

A new release process was explored to avoid the agitation created by the sonic bath and
can be seen in Figure 25. The new process consists of 150 mL of SU-8 developer, a 500 mL
glass beaker, and a large magnetic stirrer (approximately the length of the glass beaker’s
diameter). The glass beaker was filled with 150 mL of SU-8 developer, then the magnetic stirrer
was placed in the beaker. Finally, the wafer, patterned side up, was dropped inside the glass
beaker. The magnetic hotplate spinner was set to 180 rpm. A characterization run, with a 140 um
SU